
Client: Tavangaran Sahand

Project: Private

CERTIFICATE OF ANALYSIS 92ZR-1670

92ZR-01670Me

Element Ag Al As Ca Cd Ce Co Cr Cu Fe La Li Mg Mn Mo Ni

Unit ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm

DL 0.1 100 0.5 100 0.1 1 1 1 1 100 1 1 100 5 0.5 1

Method ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01

CO

CO

DT 0.2 9695 13.3 4183 0.28 13 3 13 15 7239 17 6 3087 53 0.97 20
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92ZR-01670Me
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Unit
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Client: Tavangaran Sahand

Project: Private

CERTIFICATE OF ANALYSIS 92ZR-1670

P Pb S Sb Sc Th V Y Yb Zn

ppm ppm ppm ppm ppm ppm ppm ppm ppm ppm

5 1 50 0.5 0.5 0.5 1 0.5 0.2 1

ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01 ME-01

627 249 1130 1.04 81.8 12.4 86 3 0.3 16
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