
Client: Tavangan Sahand
Project: Private

CERTIFICATE OF ANALYSIS 92ZR-1670
92ZR-1670AF 1

Element SiO2 CaO Fe2O3 K2O MgO MnO P2O5 SO3 TiO2

Unit % % % % % % % % %

DL 0.01 0.01 0.01 0.01 0.01 0.01 0.01 0.05 0.01

Scheme WR-02 WR-02 WR-02 WR-02 WR-02 WR-02 WR-02 WR-02 WR-02

CO

Date 1392/04/30

DT 86.13 0.83 < 0.45 0.44 < 0.15 0.08 0.66
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